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1. Introduction
Nanometer-sized particles, or nanoparticles, are smaller than conventional solid-state
materials and possess great potential for new, useful properties due to peculiar quantum
effects (Roco, M. C., 1998). Highly functional devices synthesized from nanoparticles have
been studied for use in various fields, such as semiconductors (Liqiang, J., 2003; Lu, M.,
2006), photocatalysis (Liqiang, J., 2004), secondary batteries (Ito, S., 2005; Kim, K., 2009,
2010), superconductors (Strickland, N. M., 2008), and bonding substances (Ide, E., 2005). In
the present chapter, we discuss the thermodynamics related to nanoparticle formation.
Cooling processes of expanding vapor evaporated from a solid surface, such as gas
evaporation, arc discharge, sputtering, pulsed microplasma and pulsed laser ablation
(PLA), have been applied as a method of nanoparticle formation in the gaseous phase
(Wegner, K., 2006). The PLA method, under reduced atmospheric pressure, has been
found to be especially promising since it provides the following capabilities (Chrisey, D.
B., 1994): (i) ablation of target material regardless of melting point due to the high
intensity and focused laser beam pulse, (ii) flexibility in choice of atmospheric gaseous
species and pressure, (iii) ease of production of the non-equilibrium state of the highpressure field due to the formation of shock waves, (iv) ability to obtain many different
structured materials, from thin films to micrometer-sized particles, by controlling vapor
association and condensation, and (v) ease of synthesis of nano-compounds of nonstoichiometric composition by preparing target materials with desired compositional
ratios. The PLA method has been widely used for nanoparticle formation because the
formed nanoparticles have diameters smaller than 10 nm with low size dispersion and can
be formed as basic materials for highly functional devices via effective utilization of these
capabilities (Li, S., 1998; Li, Q., 1999; Patrone, L., 1999, 2000; Wu, H. P., 2000; Suzuki, N.,
2001; Inada, M., 2003; Seto, T., 2006).
To understand the process of nanoparticle formation by the PLA method, two perspectives
are necessary: (i) the thermodynamics of the microscopic processes associated with the
nucleation and growth of nanoparticles, and (ii) the thermodynamics of the macroscopic
processes associated with the laser irradiated surface of the target supplying the raw
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gaseous materials, combined with the surrounding atmosphere, to provide adequate
conditions for nucleation and subsequent growth.
Due to its importance in both academia and industry, the chemical thermodynamics of
nanoparticle formation in the gaseous phase have been studied extensively (Finney, E. E.,
2008). Two processes are important in these studies: (i) homogeneous nucleation, whereby
vapors generated in the PLA process reach super-saturation and undergo rapid phase
change, and (ii) growth, during which the nanoparticles continue to grow by capturing
surrounding atoms and nuclei in the vapor. The size and generation rate of critical nuclei are
important factors for understanding the homogeneous nucleation process. To evaluate the
generation rate of critical nuclei, we need to know the partition function of each size of
nuclei. If an assembled mass of each size of nuclei can be regarded as a perfect gas, then the
partition functions can be calculated using statistical thermodynamic methods. However,
because it is generally difficult to directly calculate the nucleus partition function and
incorporate the calculated results into continuous fluid dynamics equations, what has been
used in practice is the so-called surface free energy model, in which the Gibbs free energy of
the nanoparticles is represented by the chemical potential and surface free energy of the
bulk materials. In contrast, a kinetic theory has been used for treating the mutual
interference following nucleation, such as nanoparticle condensation, evaporation,
aggregation, coalescence, and collapse, in the nanoparticle growth process.
Since statistical thermodynamics is a valid approach for understanding the mechanisms of
nanoparticle formation, microscopic studies have increased aggressively in recent years. In
the case of using a deposition process of nanoparticles for thin-film fabrication for industrial
use, however, it is necessary to optimize the process by regulating the whole flow field of
nanoparticle formation. In cases in which several vapors (plumes) generated during laser
ablation are identified as a continuous fluid, macroscopic studies are needed using, for
example, continuous fluid dynamics with a classical nucleation model.
Some studies have evaluated the thermodynamics and fluid dynamics that are involved in
nanoparticle formation by using tools such as numerical analysis with an evaporation
model, a blast wave model, and a plasma model. However, the shock waves generated in
the early stage of PLA result in extensive reflection and diffraction which increasingly
complicate clarification of the nanoparticle formation process. Up to now, no attempt to
introduce shock wave generation and reflection into the plume dynamics has been reported
in relation to nanoparticle formation. We note in particular that thermodynamic
confinement could occur at the points of interference between the shock wave and the
plume, and that nanoparticles with uniform thermodynamic state variables subsequently
could be formed in the confinement region, thus making such a system a new type of
nanoparticle generator.
In Section 2 of the present chapter, we review the thermodynamics and fluid dynamics of
nanoparticle formation during PLA. After providing analytical methods and models of 1D
flow calculation in Section 3, we present the calculation results for laser-irradiated material
surfaces, sudden evaporation from the surfaces, Knudsen layer formation, plume
progression, and shock wave generation, propagation, and reflection. Extensive 2D flow
calculation results (without nanoparticle formation) are presented in Section 4 to explore the
flow patterns inside the new type of nanoparticle generator. The experimental results for the
various nanoparticles formed by the generator are presented in Section 5. Finally,
conclusions are given in Section 6.
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2. Thermodynamics of nanoparticle formation
2.1 Nucleation and growth of nanoparticles
In nanoparticle formation, the following stages must be considered: (i) homogeneous
nucleation, where vapor atoms produced by laser ablation have been supersaturated, and
(ii) particle growth, where the critical nuclei are growing, capturing atoms on their surfaces,
and making the transition into large particles.
At the first stage of homogeneous nucleation, the nucleation rate and the size of critical
nuclei are important factors. The nucleation rate, I, is the number of nuclei that are created
per unit volume per unit time. To evaluate the nucleation rate, the number density of
nanoparticles at equilibrium is needed. In the present case, it is assumed that the
nanoparticles are grown only in the capture of a single molecule without causing other
nuclei to collapse. That is, when a nanoparticle consisting of i atoms is indicated by Ai
(hereinafter, i-particle), the reaction process related to the nanoparticle formation is
expressed as follows:

A1  A1  A2
A2  A1  A3

Ai  1  A1  Ai

(1)

If the molecular partition functions of the various sizes of nanoparticle are derived by
statistical mechanical procedure, the equilibrium constants for each equation are known. As
a result, the number density of the nanoparticles at equilibrium can be inferred assuming
ideal gas behavior. Namely, the equilibrium constant Ki-1,i between (i-1)-particle and iparticle is
K i  1,i 

D

Qi
exp  i  1,i 
Qi  1Q1
 kT 

(2)

Here, Qi is the i-particle partition function, Di-1,i is the dissociation energy of one atom for
the i-particle, k is the Boltzmann constant, and T is the temperature of the system. In general,
to explicitly calculate the Gibbs’ free energy change from the molecular partition function of
nanoparticles and to incorporate these into a continuous fluid dynamics equation are
extremely difficult. Therefore, the so-called surface free energy model, where Gibbs’ free
energy change is represented by the surface tension and chemical potential of bulk
materials, can be adopted. Furthermore, when assuming a steady reaction process for
nanoparticle formation, the critical nucleation rate, I, is represented as (Volmer, M., 1939)
n2 cvc
I
4r*

3 W*
 W 
exp   * 
 kT
 kT 

(3)

where n is the number density of species in the vapor, c is the average relative speed
between nanoparticles and atomic vapor, vc is the volume per atom in the vapor, r* is the
radius of the critical nuclei, W* is the energy of formation for critical nuclei, k is Boltzman
constant, and T is the temperature of the system. The exponential term appeared in the
above formula seems to be an essential factor for thermodynamic considerations in
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nucleation process. The supersaturation, S, which is implicitly included in the variable W*, is
a dominant factor which significantly affects nucleation rate, I.
Once the Gibbs’ free energy change, G, is known, the critical nucleus radius, r*, can be easily
obtained. For this, an assumption of capillary phenomena (capillarity assumption) is used as
a condition for mechanical equilibrium of the particles and the extreme value at dG=0 may
be considered. When the surface tension of the nanoparticle is depicted by , the radius of
critical nucleus is
r* 

2 vc
kT ln S

(4)

Here, as in the case of nucleation rate, the degree of supersaturation, S, is what determines
the size of the critical nucleus.
Next, it was assumed for convenience that the nanoparticle growth first occurred after its
nucleus reached the critical nucleus size. In other words, the Gibbs’ free energy of
nanoparticle formation begins to decrease after it reaches maximum value at the critical
nucleus size. At this time, the number of atomic vapor species condensing per unit area of
particle surface per unit time, , can be determined using the number density, Nr, of the
species in the atomic vapor near the surface of a nanoparticle possessing radius, r, and
assuming the equilibrium Maxwell-Boltzman distribution,

   Nr

kT
2 m

(5)

Here, ξ is the condensation coefficient, which represents the ratio of the number of
condensing atoms to colliding atoms, and m is the mass of the vapor species. When the
vapor species are in equilibrium with the nanoparticles, the number density is represented
by Nr,eq and the number of atoms evaporating, , from the nanoparticle surface per unit time
and area is given by

   N r , eq

kT
2 m

(6)

Therefore, the growth rate of the nanoparticle radius is
dr
      vc
dt

(7)

In this equation, the variable is the equilibrium value corresponding to the temperature of
the nanoparticle, while the kinetic parameters of the surrounding vapors, which affect
significantly the variable , are dominant.
As mentioned above, when the two processes of nanoparticle nucleation and growth are
considered, each parameter governing the processes is different. That is, the degree of
supersaturation dominates as a non-equilibrium thermodynamic parameter for nucleation,
while the state variables related to the surrounding vapors are important as molecular
kinetic parameters for particle growth. Thus, separating the nucleation and growth
processes in time by using the difference, could hypothetically lead to the formation of
nanoparticles of uniform size.
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2.2 Thermal analysis and Knudsen layer analysis
In the view of gas dynamics, the PLA process can be classified into (i) evaporation of the target
material and (ii) hydrodynamic expansion of the ablated plume into the ambient gas. We
make the approximation herein of a pure thermal evaporation process and neglect the
interaction between the evaporated plume and the incident laser beam. For the fairly short
laser pulses (∼10 ns) that are typical for PLA experiments, it is reasonable to consider the
above two processes as adjacent stages. The energy of the laser irradiation is spent heating,
melting, and evaporating the target material. The surface temperature of the target can be
computed using the heat flow equation (Houle, F. A., 1998). For very high laser fluences, the
surface temperature approaches the maximum rapidly during the initial few nanoseconds of
the pulse. The evaporation process becomes important when the surface temperature of target
approaches the melting point. With the laser fluence and pulse duration we considered,
thermally activated surface vaporization can reasonably be used to describe the evaporation
due to pulsed laser irradiation of the target. The saturated vapor pressure, pv, in equilibrium at
the target surface can be calculated using the Clausius–Clapeyron equation from the surface
temperature, Ts. The flux of vapor atoms leaving the surface can be written as
J

 pv
2 kTsm

(8)

where η(≈1) denotes the sticking coefficient of surface atoms and m is the atomic mass of
the vapor atom. The total number of ablated atoms is an integration of J over time and
surface area.
To obtain the initial condition for vapor expansion problem, we can perform a Knudsen
layer analysis to get the idealized states of the gas just leaving the Knudsen layer (Knight, C.
J., 1979). The local density, n0, mean velocity, u0, and temperature, T0, of the vapor just
outside the Knudsen layer can be calculated from the jump conditions and may be deduced
very simply using
2
g
T0 
g
 1     
Ts 
8
8
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2
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u0  

kT0
m

(9)

(10)

(11)

where ns is the saturated vapor density at the target surface g is a function of Mach number
and
is the adiabatic index. The idealized states just beyond the Knudsen layer are
calculated by using the above equations (Han, M., 2002).

3. One dimensional flow problems
3.1 Fluid dynamics of laser ablated plume
Since the processes described above for nanoparticle formation arise in the high temperature
plume generated by laser ablation, it is important to know the thermodynamic state of the
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species in the plume. The one-dimensional unsteady Euler compressible fluid equation can
be obtained using the numerical scheme in order to solve the thermodynamic state of the
plume species, as well as to understand the nanoparticle nucleation and growth.
Discretization of the system equation was driven by a finite volume method in which a total
variation diminishing (TVD) scheme for capturing the shock wave was adopted as a
numerical viscosity term. In the present study, because the time evolution of the plume and
shock wave interference need to be considered, a three-order precision Runge-Kutta scheme
was used as the accurate time calculation.
The conservation equations of mass, momentum, and energy, which describe the behavior
of the laser plume in an ambient gas, are as follows (Shapiro, A. H., 1953),
Q E

W
t x

(12)

where
Q    v

g

mu e C1 C 2 C 3 C 4 

E    v u  g u p   mu 2
W    c

 e  pu

0 0  c

I

 1
rC

T

(13)

C 1u C 2 u C 3u C 4u 
 3
2 rC

 3
4 rC

T

T

(14)

(15)

Here, x and t are distance and time, respectively, and the variables ρ, u, p and e are the
density, velocity, pressure, and the total energy per unit volume, respectively. The subindices for the vapor, the ambient gas, and the gas mixture are expressed respectively as v, g
and m. Moreover, is latent heat for the bulk material of the naonoparticle. In addition, the
dotted variables  and r represent the time derivative related to the density and the radius
of nanoparticle, respectively. C1, C2, C3, and C4 are transient intermediate variables; among
these, the last variable, C4, also represents the nanoparticle density, ρc.
3.2 Calculation model for 1D flow
Figure 1 shows a numerical calculation model of nanoparticle formation during laser
ablation. The one-dimensional computational domain, also called the confined space in the
present study, is surrounded by a solid wall on the left and a laser target on the right
(Takiya, T., 2007, 2010). The confined space is initially filled with ambient gas. The figure
represents the initial state of the flow field immediately after laser irradiation. The target
surface is melted by laser irradiation and then saturated vapor of high temperature and
pressure is present near the surface. Outside it, the Knudsen layer, the non-equilibrium
thermodynamic region where Maxwell-Boltzmann velocity distribution is not at
equilibrium, appears. Following the Knudsen layer is the initial plume expansion, which is
the equilibrium thermodynamic process. In this case, the high temperature and high
pressure vapor, which is assumed to be in thermodynamic equilibrium, is on the outer side
of the Knudsen layer and is given as the initial conditions for a shock tube problem. In the
calculation, the high temperature and high pressure vapor is suddenly expanded, and a
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plume is formed forward. With the expansion of the plume, the ambient gas that originally
filled the space is pushed away to the right and towards the solid wall.

Fig. 1. Calculation model for 1D flow
3.3 Physical values and conditions
In this calculation, Si was selected as the target for laser ablation. Physical properties of Si
used in the calculations are shown in Table 1 (Weast, R. C., 1965; Touloukian, Y. S., 1967;
AIST Home Page, 2006).
As parameters in the simulation, the atmospheric gas pressure, Patm, and target-wall
distance, LTS, may be varied, but conditions of Patm = 100 Pa and LTS = 20 mm were most
commonly used in the present study. To examine the confinement effect on the nanoparticle
formation, however, parametric numerical experiments for LTS = 20, 40, 60, 80, and 200 mm
were also conducted.

Table 1. Physical values of Si
The parameters for laser irradiation of the target, the surface, and the vapor conditions are
shown in Table 2. Here, the Laser energy is the energy per single laser pulse, the Laser
fluence is the energy density of laser beam having a diameter of 1 mm, the Surface
temperature is the temperature of the target surface resulting from the thermal analysis, and
the Vapor temperature and Vapor density at the Knudsen layer are the conditions resulting
from the Knudsen layer analysis.
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Table 2. Parameters for laser irradiation
3.4 Typical results for 1D flow
To substantially separate the nucleation and the growth of nanoparticles and facilitate the
formation of uniform-sized nanoparticles, the behavior of the shock wave incidentally
generated by laser ablation was investigated.
Nanoparticle evaporation is generally thought to be due to an increase in temperature
during the passage of shock waves. Therefore, comparatively weak shock waves, which
occur in soft laser ablation, were used to promote nanoparticle growth without the
evaporation. When soft laser ablation in the confined space was studied, the shock wave
and plume were generated, followed by the collision of the reflected shock wave into the
plume front. For verification of these processes, a simulation was also carried out with the
one-dimensional compressible fluid equations.
A typical flow profile in the calculation showing the change in densities of the Si vapor,
helium gas, and nanoparticles between the target surface and the solid wall are shown in
Figure 2. Figure 2(a) indicates these densities in the early stages following laser ablation.
In general, the silicon vapor atoms in the plume generated by laser ablation are in the
electronically excited state by the high energy of the laser. In the plume front, an emission
has been observed with de-excitation based on collisions between the vapor atoms and
helium gas. Pushing away helium gas by expansion, the plume gradually increases the
density in the front region by reaction. Because the ablation laser pulse is limited to a very
short time duration, the plume cannot continue to push away helium gas. The clustering
of atomic vapors can thus be promoted in the compressed region of plume due to an
increase in supersaturation. In front of the plume, it is clearly shown that a shock wave is
formed and propagated in helium gas. A transition is observed wherein the plume
propagation speed is greater than the speed of the shock wave (Figures 2(b) to 2(d)). On
the other hand, while the peak height of plume density progressively decreases, the
spatial density of the nanoparticles continues to increase. The shock wave crashes into the
right side wall and reflects to the left (Figures 2(e) and 2(f)). In addition, the peak position
of nanoparticle density is slightly shifted from the peak position of vapor density. The
shock wave is strengthened by reflection to the right side wall, followed by collision with
the plume (Figure 2(g)). Figure 2(h) shows the state just after the collision between the
reflected shock wave and the plume. The shock wave penetrates into the plume, enhanced
the plume density, and thus slightly pushes it back to the left (Figure 2(i)). When the
shock wave has completely passed through the plume, the spatial density of nanoparticles
effectively increases(Figure 2(j)).
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Fig. 2. Typical flow field calculated using the methods and conditions presented in Section
3.3.
3.5 Nucleation and growth
Using the same conditions as discussed in the previous section, more detail on the time
variation of the state variables is presented in this section.
Figure 3 (a) shows the time variation of the total mass of nanoparticles in the confined space.
The horizontal axis is the elapsed time from laser irradiation. This axis is logarithmic to
facilitate simultaneous description of the multiple phenomena occurring over several
different time scales. The mass of nanoparticles increases between 0.001 s and 0.1 s
(Figure 3(a)). After 0.1 s, the mass becomes constant and begins to rise again at 10 s. The
time of the second mass increase is consistent with the moment at which the reflected shock
wave collides with the plume. The time variation of the spatially averaged nucleation rate in
the confined space is shown in Figure 3(b). The nucleation rate reaches a maximum value at
0.01 s. The integrated value of nucleation also increases rapidly in the early stages and then
becomes constant (Figure 3(c)), which means that the nucleation phenomenon is completed
very early on.
The variation of nanoparticle size, which corresponds to the spatially averaged number of
atoms constructing the nanoparticle, is shown in Figure 3(d). Since the nanoparticle size
starts to increase at 10 s, when the reflected shock wave arrives at the plume front, it
substantially determines the final nanoparticle size, which indicates that the growth of the
nanoparticles is facilitated by the effect of the reflected shock wave. Because the nucleation
is completed at a very early stage, as already shown, the calculated results also show that
nanoparticle growth can be clearly separated from the nucleation process.
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Fig. 3. Time variation of nucleation and growth of nanoparticles
3.6 Influence of confinement
The change in nanoparticle size over time was also examined; nanoparticle size increased
when the shock wave hit the plume front. Before examining this process further, however,
the typical nanoparticle size, as well as the locations of the plume front and the shock wave,
must be clearly defined.
There is a definite relationship between the size and spatial density of nanoparticles. The
nanoparticle size generally has a distribution, which is especially large in the region of the
plume front. The width of the nanoparticle density distribution is smaller than the spread in
nanoparticle size and has a sharper distribution profile. The peak positions of the two
distributions are almost identical. This means that the maximum nanoparticle size is placed
at the location where the nanoparticle density is also at a maximum. Therefore, the typical
nanoparticle size in the space can be regarded as the maximum nanoparticle size.
The location of the shock wave propagating through the ambient gas is defined as the
maximum value of the derivative for the change in gas density. On the other hand, the
plume front is defined as the compression region in the atomic vapor, which comes into
contact with the atmospheric gas and high-density area.
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The time variation of the nanoparticle size and the positions of the shock wave and the
plume, which were defined above, are shown in Figure 4. The left vertical axis is the
nanoparticle radius, the right vertical axis is the position in the calculation region, and the
horizontal axis is the elapsed time from laser irradiation. The dashed line, thick solid line,
and the shaded area represent the nanoparticle size, the position of the shock wave, and the
plume front, respectively. The shock waves are propagated backward and forward in the
space by reflecting on the target surface and the opposed wall. The width of the shaded
area, which represents the plume front, gradually broadens. In addition, the first, Tc1, and
second, Tc2, times when the shock wave interferes with the plume front are shown. This
interference can be seen as opportunities to enhance the growth rate of nanoparticles. The
slope of the dashed line in Figure 4 represents the nanoparticle growth rate, which changes
from 17.5 to 52.0 m/s at Tc1, and from 16.0 to 34.2 m/s at Tc2. Referring back to Eq. (7),
the growth rate of the nanoparticles was determined by a kinetic balance between the
condensation rate of nanoparticles, which is based on a macroscopic collision cross-section
of the ambient vapors, and the evaporation rate of nanoparticles corresponding to the
nanoparticle temperature. Therefore, the fact that the nanoparticle growth rate increases
when the shock wave and plume collide means that the shock wave effectively increases the
macroscopic collision cross-section.

Fig. 4. Increase of nanoparticle radius from interference between shock wave and plume
To investigate the effect of the distance between the target surface and the solid wall on the
rate of nanoparticle growth enhanced by the shock wave passage, the numerical simulation
was performed under the following conditions: LTS = 20, 40, 60, 80, and 200 mm. The
calculated results for the increase of nanoparticle radius are indicated in Figure 5 against the
elapsed time from laser irradiation. Nanoparticle growth was promoted by the passage of
the shock wave under all of these conditions. The nanoparticle radius, r, increased with time
and eventually reaches a constant value. A balance between the evaporation rate and
condensation rate is reached at the maximum radius, and the growth rate of nanoparticles
asymptotically approaches zero. When the radius of the nanoparticle is compared among
the various distances between the target surface and the solid wall, the shorter LTS resulted
in a larger value of r. Therefore, larger nanoparticles can be obtained with smaller distances
because there are more opportunities for the shock waves to pass through the plume front
before the condensation rate balances the evaporation rate.
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Fig. 5. Influence of distance between target and wall on nanoparticle growth. The circles
indicate the arrival time of the shock wave.

4. Two dimensional flow problem
4.1 Calculation model for 2D flow
On the basis of the results described in the previous section, we have proposed a new
method for the direct generation of monodisperse nanoparticles. This method makes use of
interaction phenomena between the plume and shock wave arising in an ellipsoidal cell
following laser ablation in ambient gas. The method is based on the hypothesis that
monodisperse nanoparticles are instantaneously formed inside a narrow region constructed
from a diffusion mixture of vapor and ambient gas during the interaction between a plume
and shock wave. Such a region forms at one focal point of the ellipsoidal cell, while the
plume is ejected from the other focal point with laser irradiation being accompanied by
shock waves. Here, the ellipsoidal cell is used as an experimental device based on this
principle to obtain uniformly sized nanoparticles, which does not require an additional size
classifier like a differential mobility analyzer (Camata, R. P., 1996), and therefore is expected
to show high efficiency (Iwata, Y., 2002).
The basic idea of the proposed device, illustrated in Figure 6, is as follows: the target
material is exposed to a high-power pulsed laser; the ablated vapor suddenly expands due
to high temperature; the expansion results in a propagating shock wave (Figure 6(a)); the
vapor is fed by the ablation process for a period of the exposure of the pulse laser; the plume
propagates toward the cell exit (Figure 6(b)); the ablation stops after a short duration, while
the shock wave and the plume continue to propagate and start to interact (Figures 6(b) and
6(c)); and after the complex interaction between them, the monodispersed nanoparticles are
produced and extracted through the cell exit (Figure 6(d)). During the interaction, it is
important for the nanoparticles to grow to a certain size.
To investigate the effect of this new model, 2D calculations were performed. For the
governing equations, we have chosen the axisymmetric, two-dimensional, compressible
Navier–Stokes equations, because the experiments showed that the laser-ablated plume
travels straight toward the cell exit with no distortion. The equations are solved by a finite
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volume method using the MUSCL-type total variation diminishing (TVD) scheme with a
curvilinear generalized coordinate (Yaga, M., 2005, 2008; Fukuoka, F., 2008)

Fig. 6. Behavior of plume and shock wave in an ellipsoidal cell.
4.2 Boundary and initial conditions
The contours of the wall are calculated by the following equation:

x2 y 2

1
a2 b 2



where, a and b are constants with a relation of a  b 1  5

(16)



2.

For the boundary conditions, non-slip conditions are applied to the cell wall, except for the
position of the plume ejection. Outgoing flow conditions are applied to the boundaries
outside the cell. The position of the plume ejection is set at one of the focal points of the
ellipsoidal cell. The sudden ejection generates a traveling shock wave which is converges at
the other focal point. The cell exit, through which the flow passes during the propagations
of the shock and pressure waves, connects the inside and outside of the cell. During the
focusing process of the propagating shock wave, the interaction between the converging
shock wave and plume plays an important role in the growing nanoparticle size. An ejected
jet of gas is shut off after a certain period so that the calculation can be used for a basic
reference for PLA techniques. Then, the ejected gas is considered to be a plume traveling
toward the exit of the cell on the right side wall. It is clear that many parameters are
involved in this process. We have chosen the three main parameters to be the Mach number,
jet duration, and diameter of the exit hole, because, in related experiments, the controllable
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parameters are the laser power, duration of the laser pulse, and diameter of the cell exit
hole. We therefore assume that the experimental parameters related to the laser power and
pulse correspond to the jet Mach number and jet duration, respectively. Hence, we have
selected the above three parameters to be tested, fixing all the other parameters. The states
of the gas inside and outside of the cell are initially at rest, that is, the ambient properties
such as the pressure, density, temperature are uniform over the whole calculation region.

Fig. 7. Time variations of density contours in the ellipsoidal cell.
4.3 Shock wave behavior and interaction with plume
Figures 7(a) to (f) show the calculated density fields using certain parameters. As illustrated
in the previous section, a shock wave was generated by the sudden expansion of the ejected
plume in the ellipsoidal cell. Together with the plume jet, the shock wave propagated
towards the right wall of the cell. The plume has decelerated while the shock wave
continues to move towards the exit hole (Figure 7(a)). The distance between the plume front
and the shock wave increased. The propagating shock wave was reflected from the upper
wall of the cell and changed direction toward the focal point. The propagating shock wave
arrived at the exit hole and was reflected from the cell wall (Figure 7(b)). The shock wave
behind the plume started to interact with the plume front. Figure 7(c) shows the moment
when the shock wave was focused at the focal point of the cell and, at the same time, the
plume front was located at almost the same point. The plume seems to be blocked by the
converging shock wave. Namely, it was recognized that a confinement of the plume was
occurred at the time. The transmitted shock wave through the exit hole is so weak that the
density contour fields outside of the cell cannot be seen. After the shock wave has
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converged at the focal point, it began to spread out again. Most of the spreading shock
wave, except for the left traveling shock wave, impinged on the wall again (Figure 7(d)). The
shock wave around the exit hole causes weak compression waves to be transmitted into the
cell through the hole. After the spreading shock wave was reflected from the wall again
(Figure 7(e)), it started to converge at the focal point, where the plume is already present.
Then, the shock wave, having been through two reflections, is strong enough to deform the
plume and flatten the vortices. The deformed plume front still has enough momentum to
transmit through the exit hole (Figure 7(f)). However, part of the plume is left in the cell due
to the small diameter of the exit hole. Figure 7(f) suggests that the exit diameter is an
important factor in evaluating how much of the plume can get through the exit hole. By
choosing the suitable size of exit hole, we can efficiently extract the plume, which once
converged at the focal point of the ellipsoidal cell. If these suitable conditions are applied to
the actual laser ablation process in the ellipsoidal cell, the laser ablated plume can be
confined by a converging shock wave followed by a generation of monodispersed
nanoparticles.

5. Experimental results
5.1 Experimental equipment
The main part of the experimental setup, shown in Figure 8, is composed of the generation
and deposition chamber. The laser beam is introduced into the generation chamber. The
laser plume is confined by the ellipsoidal cell and uniform-sized nanoparticles are
generated. An ambient gas is supplied into the ellipsoidal cell and the cell is filled with the
gas. The deposition chamber is connected to the generation chamber through a skimmer,
where the nanoparticles are extracted by the ambient gas flow. A substrate is placed in a
vertical position for the deposition of the nanoparticles.

Fig. 8. Schematic diagram of the apparatus for the nanoparticle formation using Pulsed
Laser Ablation
When the high-power pulsed laser is directed onto a solid sample in the ellipsoidal cell filled
with the ambient gas, the plume is ejected perpendicular to the sample surface. At that time,
a shock wave is also generated, driven by the plume expansion, and then propagates in the
ambient gas. By placing the sample surface on the focal point of the ellipsoidal cell, the
shock wave is reflected on the inner wall of the cell and focused onto the other focal point.
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The plume then collides with the ambient gas, which is considerably denser because of the
shock wave focusing in the vicinity of this focal point. A mixture region, where the
thermodynamic states are uniform, is formed in the boundary between the ambient gas of
high density and the plume front and where the mono-disperse nanoparticles are formed.
5.2 Typical examples
Experiments were carried out with an ellipsoidal cell having an exit hole diameter of 2
mm, a long axis of 30 mm, and a short axis of 19 mm. An Nd:YAG laser with second
harmonic generator ( = 532 nm) was used, and the sample was oxygen-free copper.
Helium was chosen as the ambient gas, and the cell pressures were 100, 500, and 1000 Pa.
The energy of the laser pulse was 256 mJ, with a pulse duration of 8 ns. The laser
irradiated area was measured to be 3.88 mm2 from observation of a laser trace on the
sample surface.
An image of the copper nanoparticles after 30 laser pulses obtained with transmission
electron microscopy (TEM) is shown in Figure 9. Although some grain growth due to
aggregation of nanoparticles after generation is recognized in the case of gas pressure 1000
Pa, monodisperse nanoparticles less than 10 nm are easily obtainable by properly
controlling the ambient gas pressure.
Nanoparticle size distributions analyzed using TEM with a 0.5 m square field of vision are
shown in Figure 10. Using gas pressures of 100 and 500 Pa, nanoparticles with average
diameters below 10 nm were obtained. In both cases, the particle size distribution can be
approximated using a lognormal distribution function. The geometric standard deviation,
σ, ranges from 1.09 to 1.12. Furthermore, it was confirmed in other experiments that the
standard deviation can be further reduced by reducing the diameter of the exit hole of the
ellipsoidal cell.

Fig. 9. TEM images of Cu nanoparticles formed under (a)100, (b)500 and (c)1000 Pa of
helium gas pressure.
An electron diffraction pattern and corresponding TEM image of copper nanoparticles is
shown in Figure 11. By comparing the diffraction pattern of the copper nanoparticles with
that of only the carbon film on which the nanoparticles were collected, we confirmed that
the copper nanoparticles are as crystalline. Debye Scherrer rings are observed in the electron
diffraction pattern where most of Laue spots are very small, suggesting that the crystallized
nanoparticles are facing various directions with respect to the nanoparticle crystal axis.
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Fig. 10. Histograms showing the diameters and the logarithmic normal distributions of the
nanoparticles.

Fig. 11. TEM images and corresponding the electron diffraction patterns of Cu
nanoparticles.
5.3 Confinement effects
As already stated, in order to produce monodispersed nanoparticles, it is important to
confine the plume within the converging shock waves. To confirm the importance of
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confining the plume at the focal point of the ellipsoidal cell, further nanoparticle formation
experiments were carried out.
Figure 12 is a schematic diagram of the apparatus with an ellipsoidal cell. The laser spot is
intentionally shifted by a distance, x, from the central axis of the ellipsoidal cell, while the
target surface is also intentionally inclined by an angle, θ, against a plane perpendicular to
the central axis. Figure 13 shows some of the results for nanoparticles produced as a result
of changing these parameters. The experimental results shown in Figure 13(a), which are
obtained under the conditions x = 0.0 mm and θ = 0.0 °, represent monodispersed
nanoparticles. When the target surface has no inclination but the laser spot is shifted x = 2

Fig. 12. Schematic of experiment demonstrating the importance of confinement

Fig. 13. Influence of shock wave confinement on deposited nanoparticles morphology in the
ellipsoidal cell (field of view:200×200nm)
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mm, as shown in Figure 13(b), some aggregation is observed. The result in Figure 13(c),
where x = 2.0 mm and θ= 2.5°, shows the appearance of fine nanoparticles, similar to the
normal case (Figure 13(a)). The mainly small and uniformly sized nanoparticles shown in
Figure 13(d) formed under conditions of x = 2.0 mm and θ = 5.0°. In contrast, when x = 2
mm, θ = 7.5°, secondary particles were generated by nanoparticle aggregation (Figure 13(e)).
Although the position of the laser spot is shifted and also the density of laser energy is
slightly changed (Figures 13(c) and 13(d)) relative to the normal case (Figure 13(a)), the sizes
of the resulting nanoparticles were found to be finely dispersed, similar to the normal case.
The confinement effect of the plume by the converging shock wave plays a role in these
cases, because the plume ejection is approximately directed to the focal point of the
ellipsoidal cell. The result of Figure 13(e) indicates that the residence time of nanoparticles in
the ellipsoidal cell increased due to circulation by a vortex flow resulting from the shifted
direction of the plume ejection relative to the focal point.
5.4 Low temperature sintering
As mentioned above, nanoparticle size was found to be monodispersed in the ellipsoidal cell
under appropriate conditions. We will now discuss a case in which the monodispersed
nanoparticles were sintered under low-temperature conditions. This low-temperature
sintering procedure could serve as a metal bonding technique.

Fig. 14. Two gold nanoparticles forming a neck and binding to each other.
The bonding of metal is an important process for the construction of fine mechanical parts
and heat sinks. Conventional bonding methods such as diffusion bonding, melted alloy
bonding, hot isostatic pressing and silver brazing cause thermal stress at the interface
between two metals because of differences in thermal expansion between the bonded parts.
This thermal stress in turn causes warping of the bonded material. Therefore, lowtemperature metal bonding is desired to overcome these problems. Since the melting point
of metals decreases with decreasing particle size, metal nanoparticle paste has been used as
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a low-temperature bonding material. However, the bonding strength of nanoparticle paste
is relatively low. Since the sintering of monodispersed nanoparticles has been observed to
effectively bond metals, it is important to elucidate this sintering phenomenon in order to
optimize the strength of the metal bonding.
The TEM image in Figure 14 shows two gold nanoparticles bonding to each other. In
crystallized metallic nanoparticles, bonding between the nanoparticles starts to form even at
room temperature if the crystal orientations of the two particles are coincident at the
interfaces as shown.
Even if the crystal orientations do not match, it is possible for nanoparticles to bond to each
other by using a low-temperature sintering effect which lowers the melting point of the
material making up the nanoparticles. In the sintering phenomena of two particles at a
certain high temperature, melting, vaporization and diffusion locally occurring in the
particle surface result in a fusion at the narrowest neck portion of the contact area between
the two particles.
It is well known that the melting point of a substance decreases with decreasing the particle
size of materials. The decrement of the melting point, ΔT, for a nanoparticle of diameter d is
expressed as follows (Ragone, D. V, 1996):
T  

4Vs l  sTm 1
H m d

(17)

where, Vs is the volume per mole, ΔHm is the melting enthalpy per mole, l-s is the interface
tension between the liquid and solid phase, and ΔTm is the melting point for the bulk
material. If we assume that the material is copper, ΔT is about 160 K for a copper
nanoparticle having a diameter of 10 nm. We also assume that the interface tension, l-s, is
half the value of bulk surface tension.
The decrease in the melting point results in a decrease in the sintering temperature and
strengthens the diffusion bonding at relatively low temperatures. In general，diffusion
bonding is enhanced by the sintering process, in which atomic transport occurs between the
small bumps on the material surface. By irradiating nanoparticles onto the surface of the
materials before bonding, the number of effective small bumps greatly increases.
In some experiments, the aggregation of the nanoparticles was found to be the smallest
when the helium background gas pressure was suitable for the dispersion conditions. AFM
images of nanoparticles formed under these conditions by the PLA method show that the
size of the nanoparticles ranges from 10 nm to several tens of nm. Annealing at
comparatively low temperature was performed on nanoparticles formed under these
conditions. Figure 15(a) shows an AFM image of nanoparticles before annealing, and and
Figures 15(b), 15(c), and 15(d) show them after annealing at 473 K, 573 K and 673 K,
respectively. As can be seen from the images, nanoparticle size increased with annealing
temperature.
According to sintering process theory, the final diameter of a nanoparticle, df, is dependent
on the annealing temperature. Particle growth rate can be expressed using the surface area
of a nanoparticle by (Koch, W. 1990):



da
1
  a  af
dt
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where t is the time, τ is the characteristic time of particle growth by sintering, a is the surface
area, and af the value of the surface area at a final size. The particle growth rate is dependent
on τ, which is determined by two main types of the diffusion: lattice diffusion and the grain
boundary diffusion. The characteristic time of the lattice diffusion, τl, is proportionate to the
third power of the particle diameter, d, and temperature, T, and it is inversely proportional
to the surface energy, , and the diffusion constant, D. Therefore, τl is expressed as (Greer, J.
R., 2007)

l 

kTd 3 kTd 3
  
exp 


D
 D0
 kT 

(19)

where k is the Boltzman constant, D0 is the vibrational constant, and ε the activation energy
for diffusion. If used in Eq.(18) is known, the final diameter, df, can be estimated from the
correlation between the diameter and annealing time.
As shown in Eq. (19), the characteristic time τl seems to increase proportionally with
temperature, but τl actually decreases with increasing temperature due to the large
contribution of temperature in the exponential term of the equation. However, the
characteristic time τb for grain boundary diffusion is always shorter than τl under lowtemperature conditions. As a result, if τb is used as the value of in Eq.(18), the final particle
size df can be estimated by measuring the particle sizes at specified time intervals.
Since a large value corresponds to an unfavorable degree of the sintering, it is necessary to
reduce the value of τ in order to enhance the sintering process. It can be deduced from Eq.
(19) that it is effective to not only increase temperature but also to decrease the diameter of
the nanoparticles. From the viewpoint of low-temperature bonding, however, it is preferable
to keep the temperature as low as possible and to decrease the size of the nanoparticles
before annealing.

Fig. 15. Nanoparticle sintering at various temperatures (field of view:200×200nm).

6. Summary
In this chapter, several topics on the thermodynamics of nanoparticles formation under laser
ablation were explored.
Firstly, thermodynamics related to some general aspects of nanoparticle formation in the gas
phase and the principles behind of pulsed laser ablation (PLA) was explained. We divided
the problem into the following parts for simplicity: (i) nanoparticle nucleation and growth,
(ii) melting and evaporation by laser irradiation, and (iii) Knudsen layer formation. All these
considerations were then used to build a model of nanoparticle formation into fluid
dynamics equations.
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Secondly, fluid dynamics concerning nanoparticle formation in a high speed flow was
developed. Interactions between the shock waves and plume, generation of nuclei, and
growth of nanoparticles could all be treated with a single calculation. We conducted onedimensional calculations with the equation, and found conditions wherein the timing of the
nucleation and growth processes could be separated based on interactions between the
shock wave and plume. The existence of certain conditions for nanoparticle formation in the
narrow region between the plume and the buffer gas were confirmed from the numerical
results. In addition, reflected shock waves substantially contribute to the growth of
nanoparticles by increasing particle radius, but do not contribute to the increase of
nanoparticle numbers by promoting nucleation.
A new model of nanoparticle generator, employing an ellipsoidal cell, was then formulated
based on the results of the one-dimensional calculations. To evaluate the performance of the
cell, axi-symmetric two-dimensional calculations were conducted using Navier-Stokes
equations without nanoparticle formation. The behavior of shock wave and plume became
clear with the use of density contour maps. The reflection and conversion of shock waves,
the interaction between shock wave and plume, and ejection of gas through the cell exit
were clearly illustrated.
The ellipsoidal cell was manufactured and PLA process was experimentally carried out in
the cell. Cu nanoparticles formed in the experiment were typically of uniform size, under 10
nm in diameter, and had a narrow size distribution, with a standard deviation around 1.1
for the lognormal distribution. The narrow distribution of nanoparticle size possibly
originated from the effect of ellipsoidal cell, because the fine, uniform nano-sized particles
could not be obtained unless the direction of plume ejection was coincident with the focal
point of the ellipsoidal cell. Such uniformly sized nanoparticles are important for practical
use as indicated by the following example.
Finally, the thermodynamics of nanoparticle sintering was explored, in particular the
transition of nanoparticle appearance with changes in temperature, as well as the possibility
of low temperature bonding. Since the melting point of nanoparticles sensitively depends on
size, it is important to prepare uniformly sized nanoparticles for bonding at low
temperatures.
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