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Abstract
The implementation of strained layer superlattices (SLS) for detection of infrared (IR)
radiation has enabled compact, high performance IR detectors and two-dimensional focal
plane arrays (FPAs). Since initially proposed three decades ago, SLS detectors exploiting
type II band structures existing in the InAs/GaSb material system have become integral
components in high resolution thermal detection and imaging systems. The extensive
technological progress occurring in this area is attributed in part to the band structure
flexibility offered by the nearly lattice-matched InAs/AlSb/Ga(In)Sb material system,
enabling the operating IR wavelength range to be tailored through adjustment of the constituent strained layer compositions and/or thicknesses. This has led to the development
of many advanced type II SLS device concepts and architectures for low-noise detectors
and FPAs operating from the short-wavelength infrared (SWIR) to very long-wavelength
infrared (VLWIR) bands. These include double heterostructures and unipolar-barrier
structures such as graded-gap M-, W-, and N-structures, nBn, pMp, and pBn detectors,
and complementary barrier infrared detector (CBIRD) and pBiBn designs. These diverse
type II SLS detector architectures have provided researchers with expanded capabilities
to optimize detector and FPA performance to further benefit a broad range of electrooptical/IR applications.
Keywords: strained layer superlattice, infrared sensors, focal plane array, thermal
imaging, type II
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1. Introduction
Infrared (IR) sensors have been and continue to be developed for a variety of commercial
and military systems applications, which include short-wavelength infrared (SWIR), midwavelength infrared (MWIR), long-wavelength infrared (LWIR), and very long-wavelength
infrared (VLWIR) detectors [1]. Conventional SWIR detectors operate over the ~0.9–2.5 μm
region above the visible band [2]. MWIR sensors sensitive in the 3–5 μm region have typically
been based on InSb or HgCdTe (MCT) [3]. In addition, LWIR and VLWIR sensors for 8–12 μm
applications commonly utilize MCT or microbolometer technology [4]. Quantum well infrared photodetectors (QWIPs) are another relatively recent IR sensing technology, which can be
designed to operate over the MWIR to VLWIR range.
While large format III–V InSb focal plane arrays (FPAs) have been developed, the fixed bandgap of InSb detectors restricts their operation to the MWIR, and such devices are limited
to cryogenic temperatures [5, 6]. MCT detectors are known for high quantum efficiencies
(above 90%) and detectivities, but require expensive and relatively scarce CdZnTe substrates
for optimal performance, and nonuniform growth defects are a substantial limiting factor for
MCT-based FPAs [7]. In addition, performance limitations of inexpensive microbolometers,
particularly in relation to sensitivity and speed, are well-known [8].
Since their initial development, IR photodetectors based on strained layer superlattices have
drawn much interest from research and commercial sectors in recent decades. SLS detectors
typically exploit type II band structures existing in InAs/GaSb, which constitutes an attractive material system for developing MWIR and LWIR detectors with advanced properties.
As illustrated in Figure 1(a) [9], type II superlattices are characterized by a staggered band
alignment in which the conduction band of the InAs layer is lower than the valence band of
the InGaSb layer [10]. The implementation of barrier layers in the photoconductor structure
in type II SLS detectors prevents current flow of minority and/or majority carriers, leading to
higher performance antimonide-based FPAs [11]. In such structures, varying the thickness of
the InAs layers can have a substantial impact on the spectral response (Figure 1(b)) [9].

Figure 1. Band edge diagram of InAs/GaSb SLS, illustrating the confined electron and hole minibands which form the
energy bandgap; and (b) charted change in cutoff wavelength with InAs thickness for fixed GaSb thickness of 40 Å in
type II SLS detector [9].
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In the nearly lattice-matched InAs/AlSb/Ga(In)Sb 6.1 Å family material system, type I (nested,
or straddling), type II staggered, and type II broken-gap (misaligned, or type III) energyband alignments are all realizable [8]. The 6.1 Å family material includes wide, medium, and
narrow gap components, with GaSb, insulating AlSb, and high mobility InAs (see Figure 2)
[12, 13]. Type II InAs/GaSb SLS detectors offer broad design band structure flexibility: it is
possible in these materials to tailor the IR operating wavelength from 3 μm to around 30 μm,
covering most of the practical IR wavelength spectrum [14]. For example, the effective bandgap (and corresponding detection wavelength) of an InAs/Ga(In)Sb type II SLS can be varied
continuously (theoretically in the range of 0 to about 400 meV) by changing the thicknesses of
constituent layers and/or ternary compound composition [11]. Since the electron-hole overlap
in such detectors is controlled by the thicknesses of the constituent layers, it is possible to
fabricate small bandgap materials using “mid-gap” semiconductors.
The strain within the superlattice (SL) layers in type II SLS detectors create a large splitting
between the heavy-hole and light-hole bands in the ternary superlattices [15]. This reduces
the hole-hole Auger recombination process and increases the minority carrier lifetime, thereby
improving the device detectivity (D*) and lowering the required operating temperature [16].
By optimizing the oscillator strength in this material system, a large quantum efficiency and
responsivity can likewise be obtained [17]. In addition, type II SLS detectors based on the
6.1 Å family of materials can be passively cooled, thus reducing the cryocooler burden, and
these take advantage of the relatively large installed III–V material manufacturing base [18].
These properties have enabled the fabrication of large format IR FPAs based on type II SLS
suitable for high-resolution thermal imaging applications including space-borne surveillance
systems, low-background night vision, and missile detection [19–26].
InAs/GaSb in type II SLS is the only known type of IR detector material having theoretically
higher performance than precedential HgCdTe (MCT), due primarily to longer Auger lifetimes [28]. Also, the larger effective mass in InAs/Ga(In)Sb leads to a reduction of tunneling
currents in type II SLS detectors compared with MCT detectors of the same bandgap, while
high electron mobility and diffusivity is maintained [29, 30]. In addition, III–V materials offer

Figure 2. Compositional and wavelength/energy gap dependence diagram of antimonide-based III–V material systems [12].

105

106

Two-dimensional Materials for Photodetector

much stronger chemical bonds compared to MCT, potentially providing higher chemical stability and thus better producibility [8]. Furthermore, SLS detectors can detect normal incident
IR radiation, in contrast to n-type QWIPs that are thus prevented due to polarization selection
rules of intersubband transitions that limit quantum efficiencies to 10–20% [31]. These features, combined with the suppression of Auger recombination due in part to the decoupled
spin-orbital splitting with SL bandgap, make InAs/Ga(In)Sb SLS a very competitive material
system for next generation IR detectors and FPA technologies. Figure 3 presents a comparison of thermal detectivities versus temperature calculated for various detector technologies,
including SLS, HCT, and QWIP [27].
The existence of type II staggered energy band alignments in the 6.1 Å material family allow
the development of many advanced heterojunction device concepts and architectures for
reduced noise IR SLS detectors, one of which is shown in Figure 4 [11]. These include gradedgap W- [19], M- [20], and N-structures [32]; buried junction nBn [21], pBp [22], and pBn [33]
designs; and complementary barrier infrared detector (CBIRD) [23] and pBiBn [24] architectures. These device implementations are the result of exploitation of the material, electrical,
and optical properties in type II SL materials for optimization of detector performance, which
can benefit and advance a diverse array of applications.
This chapter will cover the development of type II superlattice materials and detector device
architectures for next generation IR FPA technologies, primarily for MWIR and longer wavelength applications. Section 2 discusses the progress and achievements of type II SL-based
technological development up to the present. This includes the historical development of
detector architectures for low-noise IR detection and their noteworthy performance features,
as well as a discussion of the nature and relevance of the different IR bands to SLS detectors and FPAs. Section 3 presents a theoretical analysis of noise components common to SLS
detectors and their respective impact on design considerations and performance. Section 4
focuses on the compositions, features, and benefits of the various optimized type II SLS detector architectures developed. In particular, relevant aspects among individual dark current

Figure 3. Calculated thermal detectivity as function of temperature for various MWIR (λc = 5 μm) (a) and LWIR
(λc = 10 μm) (b) photodetectors, where predicted quantum efficiencies are indicated [27].
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Figure 4. Schematic band diagram of n-i-p double heterostructure antimonide-based III–V photodiode [11].

mechanisms with respect to the material quality, operating conditions, and performance of
the type II SLS detector structures will be addressed. Finally, in Section 5, notable trends and
practical progress made in the development of type II SLS detectors and FPAs are discussed
that have had and/or are expected to have a significant impact on the status of IR sensing and
imaging technology.

2. Technological development of type II SLS detectors
2.1. Historical development of SLS detectors
2.1.1. Development of type II SLS detectors
The developmental timeline of type II SLS detector technology commenced in the 1970s when
investigations were carried out, most notably by Esaki and Tsu, of near lattice-matched InAs/
GaSb superlattices systems as alternatives to GaAs/AlGaAs superlattices [34]. The first fundamental superlattices structure, based on InAsSb/InAsSb and capable of achieving small infrared energy gaps with strong interactions between them, was reported in 1977 by Sai-Halasz
et al. [35]. A decade later, in 1987, Smith and Mailhiot proposed an InAsSb/InSb type II SLS
for IR detection applications, which was predicted theoretically to provide favorable optical
properties including small diode tunneling currents and good mobilities and diffusion lengths
[36]. By 1997, the device material quality had been greatly improved and band-to-band (BTB)
tunneling currents suppressed, enabling fabrication of devices using the molecular beam epitaxy (MBE) process. One early MWIR SLS detector device developed around this time demonstrated a responsivity of 2 A/W, as well as Johnson noise-limited detectivity in excess of
1012 cm√Hz/W, or Jones [37].
In 2007, Rodriguez et al. demonstrated the first type II SLS nBn detector that was capable of
performing up to 300 K due to reduction of both Shockley-Read-Hall (SRH) generation currents and surface recombination currents [7]. The pBiBn design (LWIR) was first introduced in
2010 by Gautam et al., which due to its unipolar blocking layers exhibited comparatively low
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(at the time) dark current density of 1.2 mA/cm2 [24], and in 2012 this group demonstrated
MWIR pBiBn detectors capable room temperature operation [38]. That same year DeCuir et al.
reported a type II SLS pBiBn structure with 50% cutoff wavelength of 8.7 μm that demonstrated low dark current density of ~10 μA/cm2 at −50 mV [39].
By 2014, LWIR nBn photodetectors had been developed demonstrating peak responsivity of
~4.5 A/W at 7.9 μm, corresponding to a quantum efficiency of 54%, though the dark current
density (e.g., 440 μA/cm2 at 77 K) was considerably higher than that for pBiBn structure devices
[43]. Figure 5(a) and (b) compare the dark current performance of type II SLS detectors from
various groups with a “Rule 07” model providing a theoretical prediction of MCT detector
performance as a function of wavelength and over time, respectively [7, 110, 40–42]. Likewise,
Figure 6(a) and (b) chart the carrier lifetimes at 77 K for HgCdTe and type II SLS detectors operating at MWIR and LWIR wavelengths, respectively, as a function of doping concentration [11].
2.1.2. Development of type II SLS FPAs
The development of type II SLS FPAs brought a degree of practical utility that had not previously been realized to SLS device research and development. The first FPA based on type II
SLS detector pixels, reported in 2002 by Cabanski et al., was a MBE-grown, 256 × 256 pixel,
40 μm pitch MWIR device that demonstrated a noise equivalent temperature difference
(NETD) of under 12 mK [44]. In 2006, the first LWIR FPA based on type II SLS material was
reported by Razeghi et al., which incorporated an M-structure SL design to enhance its wavelength tunability [45]. That same year a dual-band FPA was demonstrated, combining spectral selective detection in the 3.0–4.1 μm and 4.1–5.0 μm wavelength ranges at each pixel [46].

Figure 5. (a) Dark current densities plotted against cutoff wavelength for type II SLS non-barrier and barrier detectors
at 78 K [7, 11]. The solid line indicates the dark current density calculated using the empirical “rule 07” model, and the
circle indicates results from DeCuir et al. [39] (b) Detector dark current density as multiple of rule 07 [40–42]. The black
line represents the trend line of dark current reduction over time for single element detectors, while the red line shows
this trend for FPAs.
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Figure 6. Carrier lifetimes for (a) HgCdTe and type II SLS MWIR detectors, and (b) HgCdTe and type II SLS LWIR
detectors, at 77 K as a function of doping concentration. The dashed lines follow experimental data [11].

The first MWIR SLS FPA with megapixel (1024 × 1024) resolution was reported in 2009 by
Hill et al., from which detectivities as high as 8 × 1013 Jones were measured [47]. The following year, Gunapala et al. demonstrated the first type II SLS megapixel FPA for LWIR
detection, which yielded a NETD of 53 mK at 80 K [48]. From 2010 to 2012, further large
format LWIR type II SLS FPAs were demonstrated; these were characterized by pixel pitches
of around 20 μm and peak quantum efficiencies as high as 96% [49, 50]. In 2016, Klipstein
et al. reported a 640 × 512 type II SLS LWIR FPA with pixel pitch as small as 15 μm [51].
Figure 7(a)–(c) show the detector pixel architecture for a recently reported type II SLS MWIR
FPA featuring a p-i-n design, a top-view image of the detector pixel array, and a captured
image from the FPA, respectively [40].
2.2. Impact of IR bands on SLS performance
2.2.1. Short-wavelength infrared (SWIR)
In contrast to the longer wavelength IR bands, the SWIR range (~0.9–2.5 μm) involves reflected
light rather than thermal radiation, thus producing more visible-like images [52]. The shorter

Figure 7. (a) Cross-section schematic of type II InAs/GaSb SLS MWIR FPA detector pixel. (b) Top-view SEM image of
type II SLS FPA chip; and (c) outdoor image from FPA at 80 K [40].
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wavelengths over this range also enable smaller SWIR FPA pixel sizes. Development of SWIR
detectors based on type II SLS is comparatively challenging but has been accomplished, for
example, by adding a third AlAs layer to the superlattice allowing the effective bandgap to
be raised (Figure 8) [53], though this necessitates some degree of lattice mismatch [54]. SWIR
detection has been combined on single SLS devices with both MWIR and LWIR detection
capability to offer both active and passive multiband imaging [52]. SWIR detection applications include telecommunications, astronomical observation, remote sensing, spectroradiometry, spectrophotometry, and hostile mortar fire detection [53, 55].
2.2.2. Mid-wavelength infrared (MWIR)
MWIR detection involves passive imaging of electromagnetic wavelengths in the of 3–5 μm
atmospheric transparent window. Rather than sensing reflected radiation as occurring at
shorter wavelengths, detection of MWIR and longer wavelengths involves capturing thermal
signatures, or temperature contrasts. A primary goal for MWIR detection has been to elevate
the operating temperature; however, in this regard care must be taken in temperature regimes
where carriers are close to the intrinsic, since at this point the thermally generated carrier
concentration becomes comparable to the doping concentration [56].
The MWIR and LWIR bands are both commonly utilized for thermal IR detection, but there
are significant differences between them that impact their respective detection and imaging
performance. For example, the scene contrast at 300 K is 3.5–4% in the MWIR band compared
to 1.7% for the LWIR band, resulting in higher attainable NETDs for the latter [57]. In addition,
undesirable atmospheric water vapor effects are often present for MWIR wavelengths up to
~7.5 μm that can greatly decrease contrast at significant distances and/or in humid environments [58]. MWIR detection is utilized for many applications (a number of which are also
common to LWIR), which include aerial and satellite reconnaissance, target tracking, navigation, and object identification [54].

Figure 8. (a) Band structure of SWIR SLS design around C-point, where energy levels are referenced to the vacuum level.
(b) Superlattice structure and formation of effective bandgap, where colored rectangles represent forbidden bandgaps
of the different layers in the SL [53].
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2.2.3. Long-wavelength infrared (LWIR)
The LWIR spectral band typically refers to wavelengths over the 8–14 μm range, though it can
likewise be meant to describe the 8–12 μm wavelength range. LWIR detectors have traditionally incorporated relatively inexpensive microbolometer technology with low power requirements, but associated drawbacks include higher noise and lower sensitivities and speeds [8].
Based on blackbody physics, LWIR type II SL-based imaging systems offer higher temperature dynamic range and greater in-band photon radiance for a given target temperature, as
well as improvements in speed, temperature range, uniformity, and stability over conventional MWIR detectors such as those based on InSb [59].
In LWIR SL-based detectors and FPAs, the decreasing energy gaps at extended IR wavelengths cause the absorbing detector materials to become more sensitive not only to bulk
material properties but also to the surface states of the exposed sidewalls, so a challenge in
such detectors has been to decrease the leakage current at the sidewalls of the devices in addition to the bulk dark current [54].
Since humans emit IR radiation with a peak intensity corresponding to approximately 9.2 μm,
the LWIR band is best suited for applications involving observing or monitoring people in some
capacity [60]. LWIR detection applications include industrial inspection, high-speed imaging,
capturing high temperature targets, atmospheric absorption monitoring, and enhanced night
vision [61].
2.2.4. Very long-wavelength infrared (VLWIR)
Various type II SLS detectors and FPAs have been developed capable of detection and imaging of VLWIR wavelengths (~12–30 μm) involving narrower bandgaps than for MWIR and
LWIR. At present, VLWIR detector technology is dominated by MCT and extrinsic silicon
blocked impurity band (BIB) detectors. Type II SLS detectors have been shown theoretically to
offer better VLWIR performance above the 14 μm cutoff (beyond this issues with nonuniformity and excessive dark current arise) than MCT and BIB detectors, the latter of which require
very low operating temperatures due to high thermal ionization [62, 63].
There have been considerable improvements in the optical and electrical qualities of VLWIR
ternary SL materials in recent years, particularly lower Ga content, which has been achieved
largely through optimization of molecular beam epitaxy (MBE) growth parameters. These
have resulted in better device performance characteristics, including longer minority carrier
lifetimes (e.g., ~140 ns) for VLWIR type II SLS detectors [8].
Relatively strong dark currents and low differential resistance area products (R0A) at zero
bias have limited the ability of type II SLS VLWIR FPAs to match readout integrated circuits
(ROICs) for practical imaging devices [64]. Nevertheless, much progress has been made in
recent years in the development of VLWIR SLS FPAs. For example, as shown Figure 9, a type
II InAs/InAsSb VLWIR FPA grown on a GaSb substrate was reported in 2017 that produced
sharp thermal images [64], and another recently that exhibited peak responsivity of 4.8 A/W
and detectivity of 1.4 × 1010 Jones [65]. Potential applications of VLWIR detection and imaging include long-range ballistic missile defense, space-based astronomy, space-borne remote
sensing, remote pollution monitoring, and meteorological monitoring [66, 67].
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Figure 9. (a) Thermal image acquired from 320 × 256 VLWIR FPA at 65 K, in which mirror image can be seen reflected on
the surface of a desk [64]. (b) Quantum efficiency spectrum with varying bias at 77 K; inset shows 50% cutoff wavelength
versus temperature [65].

3. Noise contributions in SLS detectors
3.1. Impact of noise on performance
3.1.1. SLS detectors
Although InAs/Ga(In)Sb type II SLS been investigated for the past three decades, many of
the fundamental material and physical properties are still not well understood. This can pose
challenges in identifying the major noise mechanisms for various device architectures, which
is an important step towards facilitating low-noise detector designs.
For photodetectors, dark current is basically the accumulation of current contributions from
diffusion current in bulk p and n regions, generation-recombination (GR) current in the depletion region, band-to-band tunneling, trap-assisted tunneling (TAT), and surface leakage current [68]. It was discovered that the InAs/GaSb 6.1 Å material family in type II SLS detectors
reduces adverse BTB/TAT currents and GR Auger contribution to the total dark current [8]. In
such SLS detectors, the placement of barrier layers provides a means to effectively filter the
various dark current components.
3.1.2. SLS focal plane arrays (FPAs)
Among the major issues limiting the performance of IR FPAs are charge handling capacity of
the readout, residual nonuniformity of the imager, and dark current of the sensitive material
[41]. The effects of dark current and its spatial variation are more prominent in LWIR imagers
operating at the longer wavelength end of their operational range, and therefore even more
pronounced for VLWIR. The ratio of photocurrent to dark current is another major metric,
as dark current (which is very sensitive to any small detector temperature fluctuation) when
high fills the wells and forces a shorter integration time, resulting in a higher temporal (background limited) NETD. Therefore, high quantum efficiency (QE) and/or faster optics for FPAs
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are required if dark currents are not kept well below the photocurrent level. In Figure 10(a)
and (b), predicted dark current density and noise equivalent temperature difference (NEDT),
respectively, versus temperature are compared for type II SLS and MCT detectors [57].
3.2. Major dark current contributions in SLS devices
In this section the major dark current components are discussed. We have sought to address
the more relevant aspects among the individual dark current mechanisms with respect to
material quality and device operation conditions.
3.2.1. Diffusion current
Diffusion current is present at any semiconductor junction, and it contributes to detector dark
current under both forward and reverse bias. The diffusion current can be represented by the
following equation [69]:
_____

Jdiff

___

√

___

√

μe ___
μh
1 __
1 __
(e qV/k T − 1)
= ni2(T) √qkB T (___
+
τ
NA
ND τh )
e
B

(1)

where ni(T) is the intrinsic carrier concentration, q is the electron charge, T is temperature, kB
is the Boltzmann constant, NA and ND are acceptor and donor densities, respectively, μe, τe,
and μh, τh, are mobility and lifetime for electrons and holes, respectively, and V is the applied
bias voltage.
The shorter lifetimes in the absorption regions of InAs/Ga(In)Sb SLS detectors compared to
those in IR detectors based on alternative material systems generally result in higher diffusion
dark currents. However, the diffusion current is also dependent on the doping concentration in the junction, and the doping profile may be manipulated (e.g., through in situ doping
profile engineering during material growth) with the objective of minimizing the diffusion
current.

Figure 10. Calculated dark current density (a) and NETD (b) vs. temperature for HgCdTe and type II SLS InAs/GaSb nBn
detectors having a cutoff wavelength (λc) of 10 μm [57].
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3.2.2. Shockley-Read-Hall (SRH) generation-recombination (GR) current
Shockley-Read-Hall (SRH) GR dark current is mostly contributed from mid-gap defects and
trap states inside semiconductor materials. These states can act as generation or recombination sites, particularly in narrow bandgap materials. In most experimental investigations
performed the SRH GR current remained the major dark current component, particularly at
lower operating temperatures and smaller reverse biases [38]. One means to suppress GR current is by reducing the depletion region width.
The SRH current, which is proportional to the intrinsic carrier concentration, contributes to
the device noise in both bias regimes. The SRH dark current is expressed by Eq. (2) [70, 71]:
qn W

2k T

i
B
_______
____
JSRH = _____
τSRH q(V − V) sinh ( 2 k T )f(b)
B

qV

(2)

bi

E −E

t
i
1
b = e −qV/2k T cosh (____
f(b) = ∫0 ________
kB T )
u 2 + 2bu + 1

∞

B

where W is the depletion region width, τSHR is the generation-recombination (SRH) lifetime,
Vbi is the built-in voltage, Ei is the intrinsic Fermi level, and Et is the trap energy level.
It is generally believed that SRH processes are the dominating factor contributing to shorter
carrier lifetimes (<100 ns) in both MWIR and LWIR type II SLS detectors [72]. For LWIR binary
SLS absorbers, the rapid increase in the Auger coefficient with increasing cutoff wavelength
results in short electron lifetimes that are typically in the range of 15–30 ns at 77 K, and even
shorter for VLWIR [15]. SRH process statistical theory suggests the occurrence of longer carrier lifetimes in bulk InAs than in bulk GaSb material based on the respective locations of
the stabilized Fermi level, from which it has been theorized that native Ga-mediated defects
generated during the binary SL growth are responsible for the SRH-limited minority carrier
lifetimes observed in InAs/GaSb type II SLS detectors [11].
3.2.3. Trap-assisted tunneling (TAT)
TAT current becomes the dominate current mechanism under higher electrical fields with
larger values of reverse bias [38]. It occurs at or near the depletion region, where minority carriers enter a trap state from the valence band and then tunnel into the conduction band. TAT
is modeled by the following Eq. [73]:
___________

JTAT

4 2 mT (Eg − Et) 2
q 2 mT VM 2 Nt
√
__________
___________
= 8π ℏ 3 E − E exp (
)
3qℏF(V)
( g t)

(3)

where mT is the reduced tunneling effective mass, Nt is the trap density, M is the transition
matrix element associated with the trap, ℏ = h/2π; h being Planck’s constant, and F(V) is the
electric field.
In Figure 11(a) and (b), the contributions of diffusion, GR, and TAT currents to dark current
and dark current density, respectively, are plotted versus applied bias voltage [39, 74].
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Figure 11. (a) Dark current density versus voltage for 100 μm diameter type II SLS (pBiBn) detector diode, taking into
account diffusion, GR, and TAT currents. The associated differential resistance (dR) is also shown and fitted with the
extrapolated dR [39]. (b) Decomposition of SLS structure device dark current at 130 K into different dark current
components plotted versus bias voltage [74].

3.2.4. Band-to-band (BTB) tunneling
BTB tunneling current results from direct tunneling of carriers from the valence band into
the conduction band. Like TAT, BTB is more pronounced in higher electrical field regimes
and under greater reverse bias. The BTB current is also larger for higher doping levels in the
active region [54].
An expression for BTB current is given by the following equation [75, 76]:
____

JBTB

______

4 √2 mT Eg3
2 mT
q 3 F(V)V ____
_______
= _______
exp
( 3qℏF(V) )
Eg
4 π 2 ℏ2

√

(4)

where F(V) is the electrical field under different bias voltages. Eq. (4) indicates that the tunneling dark current is strongly dependent on the bandgap, and consequently plays a more
significant role in LWIR and VLWIR detectors.
3.2.5. Surface leakage current
Excessive surface leakage currents are known to limit the performance of mesa etched InAs/
GaSb SL detectors, especially for LWIR detection [68]. During the FPA pixel isolation process,
the periodic crystal structure can terminate abruptly, resulting in the formation of unsatisfied
(dangling) chemical bonds responsible for generation of surface states within the bandgap [7].
These states cause pinning of the surface Fermi level near the mid-gap, consequently enhancing
the surface leakage current [77]. Passivation, which for this purpose usually involves deposition
of a relatively thick layer of dielectric material (usually SiO2), reduces the number of surface
states and is thus critical for minimizing surface leakage currents, especially in low bandgap
materials [38, 78]. In SLS detectors, and in particular nBn structures, the placement and position of the barrier(s) can serve as a means to effectively reduce the surface leakage current [8].
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4. Type II SLS detector design technologies
4.1. Overview
A majority of type II SLS detector structures are variations of the general double heterostructure (DH) design, such as the p-i-n detector device depicted in Figure 12 with associated
band structure [41, 79]. This type of structure comprises an unintentionally doped intrinsic
region sandwiched between heavily doped p and n layers of larger bandgap material [11].
The DH architecture was initially intended to optimize quantum efficiency while minimizing
transport barriers at the heterointerfaces [80]. It provides practical benefits over basic homojunction devices for type II SLS detectors, most notably the incorporation of current blocking
layers either in the conduction or valence band that reduce multiple dark current components
including GR and BTB tunneling currents.
In this section, primary classes of type II SLS detector designs are described, and in certain
cases illustrated. The present classifications for the different types of SLS detectors are somewhat ambiguous in that multiple and overlapping categories exist; however, in the following
discussion, attempts will be made to clarify potential conflicts. In consideration of space constraints, other less common type II SLS detectors are not covered here in detail, which include,
but are not limited to, the shallow etch mesa isolation (SEMI), a type of n-on-p graded-gap
“W” photodiode structure [8]; hybrid superlattice (HSL) structure [81]; and strain-compensated InAs/AlInSb superlattice barrier (ALSL-B) [82].
4.2. Buried junction
Devices generally classified as buried junction include nBn, pBp, and pBn architectures [6]. The
pBp architecture may be considered the inverse of the nBn structure, the main distinctions
being that the minority carriers for nBn are holes while those for pBp are electrons, and the
barriers each differ in height relative to the valence and conduction bands [83]. These structures likewise belong to the unipolar barrier category, which basically describes the inclusion
of a single barrier that blocks one carrier type (electron or hole) but allows for the other to
flow unimpededly [79]. A unipolar barrier can be implemented either outside the depletion
region in the p-type layer of a SLS device, or at the edge of the n-type absorbing layer near the

Figure 12. (a) Cross-section schematic of InAs/GaInSb SLS DH p-i-n detector [79]. (b) Corresponding bandgap diagram
typical of DH photodiode [41].
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junction [8]. To be properly implemented into a low-noise photodetector design, the unipolar
carrier blocking layers must be sufficiently thick, and the conduction band offset to valence
band offset ratio (CBO/VBO) large enough, to effectively block majority carriers and thereby
suppress thermionic emission and direct tunneling dark current.
4.2.1. nBn design
Due to the absence of majority carrier flow, the nBn detector (Figure 13) [84, 85] is essentially a
photoconductor with unity gain, in which the junction (space charge region) is replaced by an
electron blocking unipolar barrier (B) and the p-contact by an n-contact [8]. The wide bandgap
undoped barrier layer is chosen to have minimal valence band offset [86]. Compared to the
standard p-i-n design, detectors based on the nBn architecture have shown promise in suppressing currents associated with SRH centers, the GR component of dark current, and mesa
lateral surface imperfections, thereby reducing the required temperature of operation [87, 88].
4.2.2. pBn design
In pBn structure devices, the p-n junction can either be located at the interface between the
heavily doped p-type material and the lower doped barrier, or within the lower barrier itself
[33]. This type of architecture is preferable when a large barrier in the conduction band offset
is not achievable, allowing for zero bias operation [89].

Figure 13. MWIR InAsSb/AlAsSb nBn SLS detector: (a) device structure, and (b) simulated energy band diagram under
reverse bias conditions [84]; and (c) potential detector array (FPA) architecture [85].
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4.2.3. pBp design
The pMp design consists of two p-doped superlattice active regions and a thin valence band
barrier, producing electrical transport due to minority carriers (electrons) with low current
density [22]. A large energy offset in the valence band prevents the movement of minority electrons but allows photogenerated majority carrier current to flow freely [29]. The higher mobility of electrons in comparison with holes in SLS pBp detectors results in greater photoresponse.
The biasing requirements for SLS pBp detectors were demonstrated to be lower compared to
those reported for nBn detectors [68, 79]. D* and QE performance of MWIR and LWIR InAs/
GaSb pBp detectors has been shown to be superior to that of comparable QWIP detectors, but
somewhat inferior to the performance of MCT detectors operating over the same bands [90].
4.3. Supercell superlattices
Structures selectively designated as supercell superlattices are further variations of the unipolar barrier structure concept that constitute somewhat more complex designs than buried
junction devices. Three primary varieties of supercell SLS architectures exist: M-, W-, and
N-structures. As might be expected, these were named according to the similarities between
the shapes of the respective letters and the band alignment of the constituent detector layers.
4.3.1. M-structure
M-structure detectors, originally developed for controlling BTB tunneling and consequently
diffusion current for LWIR wavelengths, were subsequently found to accomplish this as well
for the MWIR to allow increased active region doping levels [91]. The M-structure comprises a
thin AlSb barrier inserted in the center of a GaSb layer in a type II binary InAs/GaSb superlattice [13]. The high bandgap AlSb layer effectively blocks the electron and hole dark currents,
thereby improving the R0A and D* performance in type II InAs/GaSb LWIR photodiodes [92].
The large carrier effective mass associated with the InAs/GaSb material in M-structure detectors has been shown to provide more freedom in tuning the bandgap compared to other type
II SLS designs [93].
Two variations of M-structure SLS devices are the pMp and p-π-M-n designs. These differ primarily in their usage of the M-structure barrier, which is employed to block hole majority carriers in the pMp architecture [94], while in p-π-M-n devices to suppress tunneling current [95].
The unipolar barrier pMp device concept, initially demonstrated for the VLWIR regime, was
developed to reduce dark current due to BTB tunneling and GR contributions [54]. Figure 14
shows the band structure and working principle of a pMp detector, along with key associated
performance characteristics [22, 95]. Devices comprising the pMp architecture consist of two
p-doped superlattice active regions and a thin valence band M-barrier having zero conduction
band discontinuity with respect to the p-type active regions [79]. By using the M-structure
SL as a barrier region, the band alignments can be experimentally controlled, allowing for
efficient extraction of photocurrent under applied biases of less than 50 meV [22]. It has been
demonstrated that the dark current in a pMp detector can be decreased by an order of magnitude by reducing the doping concentration in the contact layer [96].
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Figure 14. Band alignment and the creation of effective bandgap in (a) InAa/GaSb SL and (b) M-structure SL. (c) Schematic
diagram and working principle of pMp design: the M-barrier blocks transport of majority holes, while allowing diffusion
of minority electrons and photogenerated carriers from the active region [22]. (d) Quantum efficiency of photodetector at
77 K and −150 mV bias; (e) saturated QE at peak responsivity from 77 to 250 K; and (f) evolution of peak detectivity with
temperature, where peak detectivity crosses calculated background-limited line at 165 K [95].

The p-π-M-n design consists of an M-barrier lightly n-doped to prevent excessive quantum efficiency bias dependence, inserted between the p and n regions of a standard p-π-n structure [8, 50].
In comparison with a basic p-π-n type design, the electric field in the depletion region of a p-πM-n detector is reduced, and the tunneling barrier between the p and the n regions spatially
broadened [95]. The first reported p-π-M-n detector which comprised a 500 nm M-barrier
exhibited R0A of 200 Ω cm2 at 77 K, approximately one order of magnitude higher than that of
a comparable p-π-n device without an M-layer barrier [94]. The dark current density J and R0A
versus bias voltage, and QE vs. wavelength, of a p-π-M-n detector are plotted in Figure 15 [54].
Large format LWIR FPAs have been realized using for this architecture, one version of which
demonstrated a QE of 78% and NETD of 23.6 mK at 81 K using 0.13 ms integration time [50].

Figure 15. (a) Dark current density and (b) R0A characteristics of a p-π-M-n SLS detector as a function of temperature. (c)
Quantum efficiency spectra of the device at different operating temperatures, where inset shows temperature-dependent
QE at a wavelength of 3.5 μm for different reverse biases [54].
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4.3.2. W-structure
The W-structured type-II SLS detector architecture reduces dark current due to strong suppression of BTB tunneling and GR processes [19]. Initially developed to increase the gain of
MWIR lasers [13], it was reported to offer an order of magnitude improvement in dark current performance [12] and R0A comparable to MCT. As illustrated in Figure 16, this type of
design consists of InAs electron wells surrounding a GaInSb hole well and positioned between
two quaternary AlGaInSb barriers [10]. The barriers enhance the electron–hole overlap while
nearly localizing the wavefunctions, thereby increasing absorption near the band edge [80].
A subsequent generation W-structured LWIR detector was reported that employed a graded
bandgap p-i-n structure and featured design improvements such as optimization to the barrier height that significantly increased minority carrier mobility and improved the quantum
efficiency [97].
4.3.3. N-structure
The N-structure detector design consists of a p-i-n structure comprising two monolayer AlSb
electron barriers inserted symmetrically between InAs and GaSb layers along the growth
direction [8]. In this type of structure, the AlSb barrier pushes the electron and hole wavefunctions towards the layer edges under bias [98]. By improving the overlap of the spatially
separated electron and hole wavefunctions, the absorption is increased while the dark current
is reduced, enhancing the directivity [32].
4.4. Complementary barrier
A more sophisticated class of type II SLS structures contain complementary barriers that
block both electron and holes, and are considered further variations of the double heterostructure design [99]. Two comparably designed representatives of this class were designated

Figure 16. Band profile of enhanced W-structure type II SLS photodiode [10].
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complementary barrier infrared detector (CBIRD) by Ting et al. [23], and pBiBn by Gautam
et al. [19]. These types of detectors have advantages in suppressing dark currents through
blocking both majority and minority carriers, as well as circumventing technological problems arising from the need to make ohmic contacts with the widegap layers [100].
4.4.1. Complementary barrier infrared detector (CBIRD)
A CBIRD structure consists of a lightly doped p-type InAs/GaSb SL absorber surrounded by
unipolar hole and electron blocking barriers [23]. As can be seen from Figure 17(a), the electron
barrier (eB) exists in the conduction band and the hole barrier (hB) in the valence band, where
the two barriers complement one another to impede the flow of dark current [77]. A heavily
doped n-type InAsSb layer adjacent to the eB SL acts as the bottom contact layer [9]. The barrier layers are designed to have approximately zero conduction band and valence band offsets
with respect to the SL absorber. The absorber superlattice in CBIRD detectors is doped lightly
p-type to improve the minority carrier (electron) mobility, and thus provide more favorable
electron transport properties leading to enhanced performance including higher directivity
[99]. Figure 17(b) plots the dark current density vs. applied bias for a CBIRD device [23].
4.4.2. pBiBn detector
The quantum-engineered pBiBn SLS detector structure [24] may be considered a hybrid
between a conventional p-i-n structure and unipolar barrier concepts [101]. Like the CBIRD
design, it was designed to mitigate the higher dark current in p-n junction and p-i-n photodetectors through incorporation of two unipolar carrier blocking barriers [18]. The first
generation pBiBn detector demonstrated a significant improvement in performance over conventional p-i-n designs, with a fourfold increase in detectivity in the LWIR [24].
The band profile for a pBiBn design is shown in Figure 18(a), and the detector layer structure
given in Figure 18(b) [24, 101, 102]. It consists of an n-contact layer, followed by a hB layer, an

Figure 17. (a) Calculated zero-bias energy band diagram of a CBIRD structure, where a LWIR InAs/GaSb SL absorber is
surrounded by an InAs/AlSb SL unipolar hB and shorter period eB [99]. (b) Dark current density as a function of applied
bias for CBIRD detector, measured at various temperatures ranging from 65-250 K [23].
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Figure 18. (a) Schematic drawing of band profile and (b) heterostructure schematic of pBiBn SLS detector [101, 102]. (c)
XRD pattern of pBiBn material structure [24].

intrinsic absorber i-region, followed by an eB layer, and finally a p-contact layer. The unipolar
carrier blocking layers (eB and hB) surrounding the type II InAs/GaSb SL absorber in the pBiBn
structure comprises of heterojunctions with unique energy band alignments, for which the
CBO ΔEc for the eB layer (or VBO ΔEv for the hB layer) is equivalent to the bandgap difference
ΔEg. The pBiBn band alignment and carrier transport differ from that in DH designs: instead
of the electrons and holes being confined in the narrow bandgap material, a wider bandgap
material with only a conduction band offset or a valence band offset is adopted. Figure 18(c)
presents the X-ray diffraction (XRD) pattern from characterization of a pBiBn device [24].
The inclusion of hole and electron barriers flanking both sides of the absorber serves to lower
diffusion currents by blocking the minority carriers from either side of the junction, while allowing unimpeded flow of photogenerated carriers. It also limits the voltage and substantially
reduces the built-in electrical field in the absorber region [39]. This drop in electrical potential
across the pBiBn active region is small compared to that in a conventional pin design because of

Figure 19. (a) Current–voltage (I-V) characteristics of type II SLS pBiBn detector; inset shows temperature dependent
dark current density measured under applied bias of −50 mV [104]. (b) Measured spectral response for pBiBn detector
as a function of temperature [102].
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the eB and hB layers [103], which have wider bandgaps than the absorber region. The reduction
of electric field within the absorber in the pBiBn structure effects a smaller depletion region,
which further reduces the SRH dark current and suppresses TAT and BTB tunneling dark current components [24, 38]. Figure 19(a) and (b) plot I-V characteristics versus applied bias and
spectral response vs. wavelength, respectively, for SLS pBiBn detectors [102, 104].

5. Type II SLS detectors: practical progress and trends
5.1. High operating temperature (HOT)
For advanced IR photodetectors and FPAs, high temperature operability is of great interest
and in high demand for many applications. High operating temperature (HOT: ~150–300 K
and above) capability enables significant advantages in cost, size, weight, and power (CSWaP)
reduction resulting from the lessening of cooling load [105]. Initial efforts for developing HOT
detectors concentrated on photoconductors and photoelectromagnetic (PEM) devices, material improvement to lower generation-recombination leakage mechanisms, alternate materials such as cascade devices, and SLS barrier structures such as nBn [106]. Type II MWIR SLS
detectors and FPAs have certain advantages for HOT operation in relation to InSb, MCT, and
QWIP devices, in many instances offering comparable performance at significantly higher
operating temperatures [107].
Type II SLS detectors based on the InAs/GaSb/AlSb system have demonstrated HOT operation in both MWIR and LWIR regimes [38]. Achieving this typically requires minimizing
the residual doping level in the intrinsic region, which is highly sensitive to crystal growth
conditions [31]. Figure 20(a) compares images captured with a MWIR SLS FPA at different
operating temperatures, and Figure 20(b) plots corresponding NETD versus temperature at
different integration times [108, 109]. A MWIR pBiBn InAs/GaSb type II SLS was reported

Figure 20. (a) MWIR images captured with type II SLS FPA over a range of temperatures [108]. (b) Corresponding NEDT
measured at 86–150 K using f/2.3 optics [109].
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that demonstrated operation up to 295 K, but the dark current density of the device was high
and the spectral response relatively low, ruling out its practical use in detector applications
at room temperature [38]. However, HOT nBn detectors were shown at 300 K to reach higher
detectivities in comparison with standard InAsSb photodiodes [84, 110].
5.2. Large format FPAs
Recent improvements in the maturation of growth and fabrication process technologies,
design of process tools and optics, reproducibility and yield, and spatial uniformity of final
FPA devices have enabled and facilitated the transition to larger format FPAs [51, 111]. FPAs
having resolutions up to 1024 × 1024 with pixel pitches 18 μm and smaller have been developed [48–51]. Large format, small pixel pitch FPAs clearly possess a number of benefits for IR
imaging applications including larger fields of view and higher angular resolutions [77]. This
is particularly advantageous for target tracking and surveillance applications, for example, by
enabling longer detection ranges for a target tracking system with a fixed optical aperture [8].
A potential means of making the production of large format arrays more practical and commercially viable is to employ larger diameter substrate wafers. For example, only a single
LWIR array with 18 μm pitch can be processed on a 2 in. diameter wafer, while one 3 in. wafer
can allocate up to four such 1 k × 1 k arrays or one 2 k × 2 k array [113]. Consequently, in
recent years there has been heightened demand for high performance material on non-native
substrates that are cheaper and larger than GaSb despite significant (∼7%) lattice mismatch
[56]. Figure 21 presents physical features [50] and a captured image [112] from a megapixel
MWIR SLS FPA.
5.3. Multiband IR detection
Multiband (or multicolor) detectors are useful for various military and civil IR imaging applications involving identification of temperature differences and determination of thermal
characteristics of objects, including remote sensing and target identification [37]. Multiband

Figure 21. (a) Cross-sectional scanning electron micrograph of etched trench between two pixels in large format (1 k × 1 k)
LWIR type II n-M-π-p SLS FPA; (b) FPA pixels with uniform indium bumps; and (c) FPA mounted on a chip carrier [50].
(d) Captured image of scene from baseball game using MWIR nBn FPA, also with 1 k × 1 k pixel resolution [112].
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SLS photodetectors have been developed that combine wavelength bands from the SWIR to
VLWIR. In addition, type II SLS multiband technology is compatible with commercially available ROICs, enabling development of many types of multiband SLS FPAs.
More conventional designs combining detection of MWIR and LWIR wavelength bands commonly consist of separate LWIR and MWIR superlattices separated by an AlGaSb unipolar
barrier. Such MWIR/LWIR dual-band detectors typically possess pBp architectures comprising vertical designs based on two back-to-back InAs/GaSb SLS photodiodes separated by a
common ground contact layer [90]. In such devices, properly biased unipolar barriers and
thicker absorber regions block the migration of photogenerated carriers to reduce spectral
crosstalk between the different absorber regions (channels) [100]. In multiband SLS detectors and FPAs, the selection of the desired band is typically achieved through alternating the
polarity of the applied bias.
Successful fabrication of multiband SLS photodetectors requires the development of separate
materials sensitive to each band, which necessitates prioritizing the optimization of the optical and electrical performance for each channel [114]. An advantage of type II SLS multiband
detectors and FPAs compared to other technologies is relative design simplicity, while low
hole mobility and limited lateral diffusion remain significant challenges [15].
Most multiband detectors and FPAs developed thus far are dual-band (i.e., dual-color). InAs/
GaSb type II SLS FPAs with separate LWIR and MWIR absorbers have been developed with
measured dark current densities in the low μA/cm2 range and specific detectivities of up
to 5 × 1011 Jones [30]. Figure 22(a) shows band diagrams for a dual-band MWIR/LWIR SLS
pBp detector [115], and Figure 22(b) and (c) feature corresponding MWIR and LWIR images,
respectively, from a dual-band detector demonstrating the contrast in appearance when
imaging an optical filter [91].
Recent years have seen the development of various three-color SLS detector designs [52, 100,
116]. A MWIR/LWIR/VLWIR SLS detector has been reported within the past year in which
the spectral crosstalk was reduced by controlling minority carrier transport through doping of the two active regions [116]. As seen in Figure 23, an innovative triple-band SWIR/

Figure 22. (a) Band alignment under forward and reverse biases for dual-band type II InAs/GaSb SLS photodetector
based on a pBp architecture, showing effective optical transitions contributing to photocurrents (having dependence
on the bias polarity) [115]. Images from (b) MWIR and (c) LWIR channels of dual-band FPA, capturing 11.3 μm narrow
bandpass optical filter at 81 K [91].
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Figure 23. (a) Schematic diagram of triple-band SWIR/MWIR/LWIR photodiode structure with two terminal contacts
and schematic band alignment of superlattices in three absorption layers. (b) Plotted directivities for the three channels
at the wavelengths of interest at 77 K [52].

MWIR/LWIR device design was likewise reported recently, capable of sequentially performing as three individual single color photodetectors using only two terminals [52]. This device
employed conduction band offsets and different doping levels between absorption layers to
control the turn-on voltages for the individual channels.
5.4. High-speed imaging
The higher quantum efficiencies and reduced cooling requirements offered by type II SLS
detectors and FPAs make them well suited for high frame rate applications with low integration times. InAs/GaSb SLS devices incorporate a potentially high-speed detector material in
comparison to uncooled microbolometers, for which time constant constraints limit frame
rates to under ~30 fps [110]. These properties make certain types of SLS detectors and FPAs

Figure 24. (a) Airbag deployment imaged by SLS camera with 160 μs integration time [58]. (b) Thermal image of
munitions testing captured at 1000 fps and 640 × 512 resolution [117].
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practical for detecting rapid temperature rises in concert with rapid scene motion, particularly at temperatures ~300 K and below [58].
While frame rates of 60 Hz are common for type II SLS detectors reported in recent years, for
certain applications significantly higher capture speeds are required. Combined with new
higher speed ROIC designs that are more linear across their entire dynamic range, SLS detectors can now accommodate integration times below 270 ns, providing frame rates of over
180 fps at 1028 × 1024 resolution, or over 1000 fps at 640 × 512 resolution [59, 117]. Such
higher speed, faster frame rate detection capability has significant advantages in applications such as safety analysis and evaluation (Figure 24(a)) [58], ballistic and munitions testing
(Figure 24(b)) [117], and missile seekers and missile warning systems [44].

6. Summary and conclusions
Type II superlattices possess a robustness and practical utility originating from the flexibility
to control and manipulate the material system for practically any desired target of operability,
while inheriting the benefits of mature III–V semiconductor growth and fabrication process
technology [56]. The broad array of SLS detector/FPA architectures in existence today provides
researchers with wide-ranging ability to control the various noise and dark current mechanisms to optimize SLS detector performance for electro-optical/IR applications. Progress and
development in areas such as high temperature operability, multiband detection, and highspeed imaging have showcased some of the diverse and unique features of type II InAs/GaSb
SLS devices. These have led to practical, real-world improvements in the field, many of which
would not be possible using alternative IR detector technologies and material systems.
Type II SLS detectors and two dimensional FPAs based on the InAs/GaSb material system can
theoretically provide higher performance than precedential IR detection technologies, including QWIP and HgCdTe detectors [28]. While in general type II SLS devices have yet to achieve
such a noted benchmark, substantial progress in this area has been made and continues to be
undertaken, as discussed in this Chapter. Further future progress and technical development
in practical devices are still needed, potentially involving new discoveries and technological
breakthroughs in material and structural engineering, for type II SLS to emerge as a leading
technology. Nevertheless, these devices have had a definite and lasting impact the area of IR
detection and imaging, and expectations are that type II SLS will remain a key enabling technology in the field for years and possibly decades to come.
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